,mmw.om Wavelength For IR Materials -

.: e L icrons & 1

CRYSTAL LABORATORIES — k] il e
E- ———

WAVELENGTH RANGE FOR IR MATERIALS - MICRONS & CM'
;-511511111011111511 L 20 S0 LU

——
-
= ¥

5Lm

1 1 T 1] 1 1 1 | 1 1 1 ] 1 1 1 ] 1 1]
Nacl
Lol
30
aacl
AQBr
SAFg
33aF4
osl
R3-5
Znse
nl. Quan Le
b
Zn8
ViaF,
cdTe
SdMn"c*
CdlnHgTe*

£.0C0 2,200 1000 636 £00

INTERNATIONAL CRYSTAL LABORATORIES
11 Erie Street, Garfield, NJ
www.internationalcrystal.net
iclmail@internationalcrystal.net

Phone: 973-478-8944.

Fax: 973-478-4201

200



http://www.internationalcrystal.net
mailto:iclmail@internationalcrystal.net
http://www.internationalcrystal.net
mailto:iclmail@internationalcrystal.net

